NANO COATING

ULR -TC644222000017569F TEST REPORT
Report No. : MAN:TR:1353017765 DATE : 26/09/2022

KOVALENT COATINGS INTERNATIONAL PRIVATE LIMITED
PLOT NO 431 A, INDUSTRIAL AREA
CHANDIGARH-160002

IM
CONTACT PERSON : DEEPANKAR GOYAL
THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS :
SAMPLE DESCRIPTION MANO COATING- 100*150MM BLACK COLOURED PLATE / THICKNESS 2MM
COUNTRY OF ORIGIN IMDIA
DATE OF REGISTRATION 19/09/2022 TESTING PERIOD : 21/09/2022 - 24/09/2022
TEST(S) REQUESTED ANTI WEATHERING TEST
sessMis s nm e c w nWln e uTe o o e
SAMPLE AS RECEIVED
ANTI WEATHERING TEST :
Test method ISO 4892-2 : 2013 (Method A = Cycle 1)
Test condition : Type of Instrument : Xenon Arc Weatherometer
Black standard temperature : 65+3°C
Chamber air temperature : 38+3°C
Relative humidity : 50410 %
Irradiance ; 6042 W/m?
Exposure period : 102 minutes dry & 18 minutes water spray
Test duration : 72 hours.
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Observation
Properties Evaluation
AE 012
Gloss retention
99.02
(%)
Grey scale 4/5
rating
Visual Mo cracks, no peeling, no blistering, no color change, no
observation chalking, and no other chenges observed.

TESTED SAMPLE
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Note Test performed as per the conditions given by the client.

ER S End Dr Repgrt!‘ﬂtt

Per Pro SGS India Private Ltd

-

Authorized Signatory

Lalit Raheja
(Manager)

Email your Test Report Related Enguiries at Feedback trp@sgs.com
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